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. 3200 FACILITY 3200 FACILITY 'I 

SEPTEMBER 15, 1997 . SEPTEMBER 18, 1997 . . I 

I . GRAB M58384 . Ii! COMPOSITE M58446 I . I . 

-=-_-=_-=-c=_··· ---.---·:=.~~_:_~~-~~~==viiD~R·EP~~~t~~!b-~O~THE LAB RESDETS=-===·--.~j·--'---_=~~~~~~J 
CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC 

RESULTS 0.84 0.73 0.84 0.14 RESULTS 0.67 1.10 0.60 0.28 
LIMITS 2.753.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61 
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